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Introduction

Antimonite glasses form a major and important family of heavy metal oxide glasses [START_REF] Soltani | New heavy metal oxide glasses based on Sb2O3[END_REF][START_REF] Soltani | New alkali antimonate glasses[END_REF][START_REF] Baazouzi | Optical properties of alkali-antimonite glasses and purified processes for fiber drawing[END_REF][START_REF] Nalin | Antimony oxide based glasses[END_REF][START_REF] Ersundu | Characterization of new Sb2O3-based multicomponent heavy metal oxide glasses[END_REF]. They are attractive for their low phonon energy, broad transmission spectrum, and high refractive index. Their broad thermal stability range appears promising for fiber drawing [START_REF] Baazouzi | Optical properties of alkali-antimonite glasses and purified processes for fiber drawing[END_REF]. They have potential applications in nonlinear optical devices and in broad band optical amplifiers. The large nonlinearity of antimonite glasses is attributed to the high polarizability of Sb 3+ ions due to contributions from the bound electrons and lone electron pairs [START_REF] De Araújo | Nonlinear refractive index measurements in antimony-sulfide glass films using a single beam nonlinear image technique[END_REF][START_REF] Honma | Electronic polarizability, optical basicity and XPS spectra of Sb2O3B2O3 glasses[END_REF]. Sb2O3 is a heavy metal oxide glass former with a relatively low liquidus temperature [START_REF] Soltani | New heavy metal oxide glasses based on Sb2O3[END_REF][START_REF] Soltani | New alkali antimonate glasses[END_REF]. An increase of the thermal stability and resistance against crystallization can be achieved by adding MoO3 in the glass matrix [START_REF] Soltani | New heavy metal oxide glasses based on Sb2O3[END_REF]. It exhibits also some glassforming ability in multicomponent systems. Alkali metal oxides, e.g. Li2O, are added to enlarge the glassforming region and to enhance the stability of the glass [START_REF] Soltani | New heavy metal oxide glasses based on Sb2O3[END_REF][START_REF] Soltani | New alkali antimonate glasses[END_REF].

Antimony oxide participates in the glass network with trigonal pyramidal [:SbO3] structural units sharing corners which can be viewed as tetrahedrons with the oxygen at three corners and a lone pair of electrons at the fourth corner [START_REF] Mee | Antimony and silicon environments in antimony silicate glasses[END_REF][START_REF] Goumeidane | Synthesis and physical properties of glasses in the Sb2O3-PbCl2-MoO3 system[END_REF]. Such structural unit can be also considered as pseudo-tetrahedral unit with one vertex occupied by the lone pair of electrons [START_REF] Mee | Antimony and silicon environments in antimony silicate glasses[END_REF]. Antimony ions exist not only in the Sb 3+ state but also in the Sb 5+ oxidation state. In the Sb 5+ state, ions participate in the glass network as octahedral [SbO6] units [START_REF] Mee | Antimony and silicon environments in antimony silicate glasses[END_REF] or as singly positive [Sb 5+ O4] + , 4-coordinated structural units [START_REF] Padmanabham | Induced crystallization and the physical properties of PbO-Sb2O3-As2O3:MoO3 glass system[END_REF][START_REF] Som | Structure and properties of low-phonon antimony glasses and nano glassceramics in K2O-B2O3-Sb2O3system[END_REF]. The MoO3→Sb2O3 substitution brings an excess of anionic oxygen which increases the number of non-bridging oxygen [START_REF] Goumeidane | Synthesis and physical properties of glasses in the Sb2O3-PbCl2-MoO3 system[END_REF][START_REF] Balamuralikrishna | Influence of molybdenum ions on the structure of ZnO-As2O3-Sb2O3 glass system by means of spectroscopic and dielectric studies[END_REF].

Molybdenum ions exist in two states as Mo 5+ and Mo 6+ [START_REF] Padmanabham | Induced crystallization and the physical properties of PbO-Sb2O3-As2O3:MoO3 glass system[END_REF]. Mo 6+ ions participate in the glass network with [MoO4] tetrahedrons; in MoO3-rich region, [MoO6] octahedrons are also present. These octahedrons are linked to [MoO4] tetrahedrons via bridging oxygen and in this way they increase the network connectivity [START_REF] Balamuralikrishna | Influence of molybdenum ions on the structure of ZnO-As2O3-Sb2O3 glass system by means of spectroscopic and dielectric studies[END_REF]. The Mo 6+ ions act as network formers with [MoO4] 2-structural units [START_REF] Flower | The structural investigations of PbO-P2O5-Sb2O3 glasses with MoO3 as additive by means of dielectric, spectroscopic and magnetic studies[END_REF][START_REF] Vijay | Molybdenum ion: a structural probe in lithium-antimony-germanate glass system by means of dielectric and spectroscopic studies[END_REF][START_REF] Naresh | Dielectric and spectroscopic features of ZnO-ZnF2-B2O3:MoO3 glass ceramic  a possible material for plasma display panels[END_REF]; the Mo 5+ ions form [Mo 5+ O3] -complexes which act as network modifiers [START_REF] Balamuralikrishna | Influence of molybdenum ions on the structure of ZnO-As2O3-Sb2O3 glass system by means of spectroscopic and dielectric studies[END_REF].

Last years an intensive attention was given to antimonite glasses because of their similar physical properties to widely used tellurite glasses without specific problems related to tellurium toxicity [START_REF] Soltani | New heavy metal oxide glasses based on Sb2O3[END_REF][START_REF] Soltani | New alkali antimonate glasses[END_REF][START_REF] Baazouzi | Optical properties of alkali-antimonite glasses and purified processes for fiber drawing[END_REF][START_REF] Nalin | Antimony oxide based glasses[END_REF][START_REF] Ersundu | Characterization of new Sb2O3-based multicomponent heavy metal oxide glasses[END_REF][START_REF] De Araújo | Nonlinear refractive index measurements in antimony-sulfide glass films using a single beam nonlinear image technique[END_REF][START_REF] Honma | Electronic polarizability, optical basicity and XPS spectra of Sb2O3B2O3 glasses[END_REF][START_REF] Mee | Antimony and silicon environments in antimony silicate glasses[END_REF][START_REF] Goumeidane | Synthesis and physical properties of glasses in the Sb2O3-PbCl2-MoO3 system[END_REF][START_REF] Padmanabham | Induced crystallization and the physical properties of PbO-Sb2O3-As2O3:MoO3 glass system[END_REF][START_REF] Labaṧ | Electrical, dielectric and optical properties of Sb2O3-PbCl2-MoO3 glasses[END_REF][START_REF] Kalužný | Electrical, dielectrical and optical properties of glasses based on Sb2O3[END_REF][START_REF] Kubliha | Investigating structural changes and defects of non-metallic materials via electrical methods[END_REF]. They have a broad thermal stability range and so they are also suitable for fiber drawing [START_REF] Baazouzi | Optical properties of alkali-antimonite glasses and purified processes for fiber drawing[END_REF]. This paper deals with the new glassy system Sb2O3-MoO3-Li2O. This system represents an interesting combination of glass-forming, intermediate, and modifying oxides. Only few papers dealing with this system appeared up to now. These papers were dealing with absorption spectra in the Urbach's rule region [START_REF] Petkova | Investigation of Urbach's rule region in undoped and Cu doped (80-x) Sb2O3-20Li2O-xMoO3 glasses[END_REF], FTIR spectra, elastic properties, and some basic parameters of this system [START_REF] Soltani | Physical characterization of Sb2O3-M2O-MoO3(M = Li, K) new glasses[END_REF]. However, the system is also interesting from the point of view of its electrical conduction and relaxation as it represents a mixed ionic-polaronic conductor. Therefore, we have studied the influence of composition on its thermal, electrical, dielectric, and optical properties and we also examined relations between the composition, glass structure, and these properties.

Experimental

The starting composition used in this study is a ternary system: (0-x)Sb2O3-20Li2O-xMoO3, SLMx, where x = 0 -40. Materials used are Sb2O3 ≥ 99 % (Acros), Li2O ≃ 99 % (Alfa Aesar), and MoO3≃ 99+ % (Acros). Synthesis is carried out in several steps. Batches, around 10 g in weight, are made from thoroughly mixed powders. The mixture is introduced into a silica tube, around 10 mm in diameter and 10 cm in height, and heated by burner flame until a clear liquid is obtained. After that the melt is cast onto a brass plate preheated to approximately 200 °C. Estimated cooling rate ranges from 10 o C/s to 100 o C/s. It results in samples a few millimeters in thickness which are afterwards polished for experimental purposes.

The samples for measurements of electrical and dielectric properties (thickness of 2.6±0.3 mm) are coated with a conductive graphite layer on contact surfaces. DC conductivity is measured at a constant voltage of 10 V using Novocontrol Concept 90, in the temperature range from -50 °C up to 225 °C. The current is measured by picoammeter Keithley 6517B. The temperature is measured using a Pt/PtRh thermocouple, with an accuracy of ±1 °C. Temperature dependencies of the DC conductivity are measured at increasing temperature, with a heating rate of of 5 °C/min [START_REF] Kalužný | Electrical, dielectrical and optical properties of glasses based on Sb2O3[END_REF]. The combined uncertainty of DC conductivity measurements is equal to 7 % [START_REF] Štubňa | Uncertainty of the measurement of the DC conductivity of ceramics at elevated temperatures[END_REF].

AC measurements (from 20 o C up to 200 o C) are done using LCR Hi-tester Hioki 3522-50 at frequency range 100 Hz -100 kHz. Measurements are done in steps of 10 o C, after 20 min's tempering at chosen temperatures. For the evaluation of the bulk DC conductivity the frequency dependence of the AC conductivity is used. To avoid the influence of electrode polarization effects and for better understanding of the electrical relaxation, the modular spectroscopy concept is used [22]. The static relative permittivity is determined using both the modular spectroscopy [START_REF] Goumeidane | Synthesis and physical properties of glasses in the Sb2O3-PbCl2-MoO3 system[END_REF][START_REF] Padmanabham | Induced crystallization and the physical properties of PbO-Sb2O3-As2O3:MoO3 glass system[END_REF]22] and Kramers-Kronig relations.

At electrical and dielectric measurements, the temperature or frequency dependences are fitted to the experimental data using Levenberg-Marquardt iteration. Regression coefficients, r, are given in corresponding tables and figures for all dependences.

The glass composition is analyzed using scanning electron microscope and energy dispersive X-ray spectrometer (SEM-EDSJSM 6400 Jeol and Oxford link ISIS). Crystalline materials are used as standard references. Experimental error depends on the selected element, as signal to noise ratio is smaller for lighter atoms. It is estimated to be 1% for Sb and Mo, 5% for Li and oxygen.

Thermal properties are measured by differential scanning calorimetry (DSC 2010 from TA Instruments) with a heating rate of 10 °C/min. Small bulk samples are used; they are 5 to 10 mg in weight and set in aluminum sealed pans. With sensitivity better than 0.1 °C, the estimated temperature accuracy is ±2 o C for the temperatures of glass transition Tg and onset of crystallization Tx, and ±1 °C for the temperature of the crystallization peak. The difference Tx -Tg, the thermal stability range, gives an estimate of stability against devitrifiication.

Micromeritics AccuPyc pycnometer with He as the displacement fluid, with accuracy up to 0.05 % is used to determine the density.

Optical transmission is recorded in the UV-visible region between 250 and 750 nm using Perkin Elmer Lambda 35 device. The optical gap, Eg, is determined using the Tauc plot. Optical trnsmission in the infrared region is recorded using Perkin Elmer Spectrum BX device operating between 2.5 and 22 µm.

Results

Colors of glasses change with increasing MoO3 content from light yellow to dark brown (Table 1). This change of the color indicates a partial reduction of Mo 6+ ions to Mo 5+ ions [START_REF] Flower | The structural investigations of PbO-P2O5-Sb2O3 glasses with MoO3 as additive by means of dielectric, spectroscopic and magnetic studies[END_REF]. This reduction results in an increase of the concentration of polaron pairs Mo 5+ Mo 6+ .

The density of glasses decreases with increasing MoO3 content due to decreasing molar weight (Table 2). The glass transition temperature, Tg, the crystallization temperature, Tx, and the thermal stability range, TxTg, go through a maximum at 20 mol % MoO3 (Table 2, Fig. 1). The large thermal stability range indicates that the glasses can be suitable for a fibre drawing.

Temperature dependences of the DC conductivity, DC, of SLMx glasses are presented in Fig. 2. In the main temperature region (Table 1), the glasses containing MoO3 obey Arrhenius like relation

DC = o exp(-E/kT) , ( 1 
)
where o is the pre-exponential factor, E is the conduction activation energy, k is Boltzmann constant, and T is thermodynamic temperature. The DC conductivity increases almost exponentially with increasing concentration of MoO3 (Fig. 3). At 150°C, it ranges from 5x10 -11 S/m up to 3x10 -8 S/m, in dependence on the concentration of MoO3. For x  0, the conduction activation energy monotonously decreases from 1.15 eV, at x = 5, down to 0.91eV, at x = 40 (Table 1).

In molybdenum-free glasses, the temperature dependence of the DC conductivity is more complicated (Fig. 2). In these glasses, in both low temperature and high temperature regions, the conduction activation energy decreases to 0.48 eV or 0.7 eV, respectively.

Frequency dependences of the AC conductivity of our glasses are presented in Fig. 4. The dependences are fitted by relation

ac(f) = (0) + A f n + B f m , ( 2 
)
where n = 0.56-0.93 and m ≥ 1.6 (Table 3).

Frequency dependencies of the AC conductivity of the glass SLM25 at various temperatures are presented in Fig. 5. A fit using Eq. ( 2) gives parameters shown in Table 4. This fit gives parameters A which increase with increasing temperature and exponents n decreasing with increasing temperature. Using this fit, we obtain parameters (0) which are, in error limits, equal to the DC conductivity at corresponding temperature.

The dielectric response is studied using the modular spectroscopy (M* = M' + jM'' = (r*) -1 ) and complex permittivity measurements. The shape of modular diagrams, M'' against M', is regular for all our glasses. The diagrams are composed of a slightly depressed circular arc and a high frequency linear tail as it is usual in semiconducting glasses (Figure 6). From modular diagrams, we have calculated relative static permittivity, rs, equal to the reciprocal value of the M', which is determined as an intercept of the modular diagram with M' axis. The calculated values were confirmed by Kramers-Kronig analysis of complex permittivity frequency dependences. The static relative permittivity (rs) ranges from 17.4 to 23.0 (Table 2).

Regular shape of modular spectra (Figure 7) confirms single dominant conduction mechanism and relatively good ordering of glasses. The spectra are broadened comparing to Debye spectra and have high-frequency tail. Their maximums shift to higher frequencies with increasing DC conductivity of glasses; it means that they shift to higher frequencies also with increasing temperature (Fig. 8). From this shift we have calculated the activation energy and pre-exponential factor of the electrical relaxation (Table 5).

UV-visible absorption edge shifts to lower energies and its slope decreases with increasing MoO3 content (Figure 9). The indirect optical gap, Eg, shifts from 2.57 eV, at x = 5, to 2.10 eV, at x = 40 (Fig. 10, Table 2). Extrinsic absorption bands in infrared region originate from hydroxyl ions (near 3.06 m), CO2 impurities (near 4.46 m), and silicon-oxygen vibrations (near 5.6 m) (Fig. 11). The last one is partially covered by multiphonon absorption edge. This edge takes place at 5.0 -5.4 m.

Discussion

As for x  0 the concentration of Li2O is constant, the ionic component of the DC conductivity, due to movement of Li + ions, does not change significantly with increasing concentration of MoO3. However, degree of disorder increases with increasing concentration of MoO3 due to the creation of dangling bonds and non-bridging oxygens. It can result in the decrease of Li + ions jump distance and in slight contribution to the increase of the ionic component of the conductivity with increasing MoO3 content [START_REF] Vijay | Molybdenum ion: a structural probe in lithium-antimony-germanate glass system by means of dielectric and spectroscopic studies[END_REF]. The rapid, almost exponential increase of the electrical conductivity with increasing MoO3 content results most probably from the polaronic transfer between Mo 5+ and Mo 6+ ions [START_REF] Padmanabham | Induced crystallization and the physical properties of PbO-Sb2O3-As2O3:MoO3 glass system[END_REF][START_REF] Balamuralikrishna | Influence of molybdenum ions on the structure of ZnO-As2O3-Sb2O3 glass system by means of spectroscopic and dielectric studies[END_REF][START_REF] Vijay | Molybdenum ion: a structural probe in lithium-antimony-germanate glass system by means of dielectric and spectroscopic studies[END_REF][START_REF] Oliva | Adiabatic small polaron hoppingin K2O-WO3-Nb2O5-P2O5 glasses[END_REF]. From the polaronic viewpoint, an electron delivered by Li atoms at the Mo 6+ site converts this ion into a lower valence state Mo 5+ and at the next step, the trapped electron at this Mo 5+ site is transferred to the neighboring Mo 6+ site by thermal or optical activation. This polaron hopping is a usual conduction mechanism of transitive metal ions in glasses because the disordered structure supports the polaron formation [START_REF] Oliva | Adiabatic small polaron hoppingin K2O-WO3-Nb2O5-P2O5 glasses[END_REF][START_REF] Cramer | Ionic and polaronic hopping in glass[END_REF][START_REF] Elliott | Physics of amorphous materials[END_REF][START_REF] Austin | Polarons in crystalline and non-crystalline materials[END_REF]. The idea of a polaron transfer in antimonite glasses containing MoO3 is supported by optical absorption measurements that show broadened polaron bands from polaronic transfer between Mo 5+ and Mo 6+ ions [START_REF] Padmanabham | Induced crystallization and the physical properties of PbO-Sb2O3-As2O3:MoO3 glass system[END_REF][START_REF] Vijay | Molybdenum ion: a structural probe in lithium-antimony-germanate glass system by means of dielectric and spectroscopic studies[END_REF]. The pre-exponential factor, 0, goes through a maximum, 0 = 1.7×10 4 S/m, at x = 25 (Table 1). Its sharp peak occurs close to the composition of glasses with the highest Tg (89 o C) and the broadest thermal stability range (Tx-Tg = 153 °C), at x = 20 (Table 2) In molybdenum-free glasses, the low-temperature part of the DC conductivity comes, probably, from the small polaron hopping between Sb 3+ and Sb 5+ ions at Fermi level [START_REF] Oliva | Adiabatic small polaron hoppingin K2O-WO3-Nb2O5-P2O5 glasses[END_REF][START_REF] Austin | Polarons in crystalline and non-crystalline materials[END_REF][START_REF] Mott | Electronicprocesses in non-crystallinematerials[END_REF]. At high temperatures, in the molybdenum-free glass, polarization effects next to electrodes limit the DC conductivity by Li + ions at high conductivities. The conduction mechanism by Li + ions dominates the conductivity over the main temperature range in this glass. However, as the quality of this glass is bad (Figs. [START_REF] Goumeidane | Synthesis and physical properties of glasses in the Sb2O3-PbCl2-MoO3 system[END_REF][START_REF] Som | Structure and properties of low-phonon antimony glasses and nano glassceramics in K2O-B2O3-Sb2O3system[END_REF], also high concentration of defects can result in the anomalous temperature dependence of the DC conductivity. The bad quality of this glass probably results from the absence of the glass forming ability and stabilizing activity of MoO3 oxide in the antimonite glasses [START_REF] Soltani | New heavy metal oxide glasses based on Sb2O3[END_REF][START_REF] Soltani | New alkali antimonate glasses[END_REF]. Also the of optical edge analysis indicates the highest dynamic disorder in this glass [START_REF] Petkova | Investigation of Urbach's rule region in undoped and Cu doped (80-x) Sb2O3-20Li2O-xMoO3 glasses[END_REF].

The frequency dependence of the AC conductivity in glasses, in our frequency range, is usually composed of two parts: the DC bulk conductivity, (0), and an AC component, , equal to A f n , where f is the frequency in Hz:

AC(f) = (0) +  = (0) + A f n .
(3)

The parameter A depends on the glass composition, temperature, and electrodes; n = 0.9±0.1, for homogeneous glasses [22,[START_REF] Oliva | Adiabatic small polaron hoppingin K2O-WO3-Nb2O5-P2O5 glasses[END_REF], and n = 0.5±0.1, for inhomogeneous glasses [START_REF] Cramer | Ionic and polaronic hopping in glass[END_REF]. At this approximation, in SLM glasses, the value of n (0.6-1.1) decreases and the value of A increases with increasing DC conductivity or temperature. However, in our glasses, using this simple approximation, the value of (0) coincides with the value of DC conductivity, DC, only at x≥20 when the DC conductivity is sufficiently high. To receive a correct (0) and a better fit (higher regression coefficient) of the whole experimental frequency dependence it is necessary to suppose

AC(f) = (0) + A f n + B f m , ( 2 
)
where n = 0.56-0.93 and m ≥ 1.6 (Figs. 4, 5, Tables 3,4). The third term, Bf m , was already introduced earlier; it is supposed that it depends on the quality of electrode and sample surfaces [START_REF] Mott | Electronicprocesses in non-crystallinematerials[END_REF][START_REF] Trnovcová | Influence of doping on physical properties of vitreous As2Se3[END_REF][START_REF] Trnovcová | Electrical and dielectric properties of As-Se glasses with uranium[END_REF][START_REF] Elliott | On thesuper-linearfrequencydependentconductivityofamorphoussemiconductors[END_REF]. The AC component of the conductivity, Af n ,is often explained by phonon-assisted pair-hopping mechanism at Fermi level [31]. It requires a decrease of n with increasing frequency, n  0.85, and a linear temperature dependence of Af n . This is not confirmed in our glasses. Elliott's model for hopping of bipolarons over a correlated barrier [32,33] requires a temperature dependence of Af n , what is observed because the parameter A increases with increasing temperature. However, it requires parameter n to be independent of temperature; still, in our glasses, this parameter decreases with increasing temperature (Table 4). Thus, Jonscher's universal model [START_REF] Jonscher | Dielectricrelaxation in solids[END_REF][START_REF] Macdonald | Possible universalities in the ac frequency response of dispersed, disordered materials[END_REF] of dielectric response seems to be the most plausible explanation of our AC experiments.

A shape of modular diagrams, M'' against M', is regular for all our glasses. The diagrams are composed of slightly depressed circular arc and a high frequency linear tail as it is usual in semiconducting glasses (Fig. 6). From modular diagrams, we have calculated relative static permittivity, rs. Up to x = 10, the permittivity decreases upon adding MoO3. At higher MoO3 concentrations, the changes of the permittivity with an increasing MoO3 concentration are not systematic (Table 2). For the permittivity, probably, not only the composition but also the defect concentration and homogeneity of the glass network is important.

Regular shape of modular spectra (Figs. 6,7) confirms a single dominant conduction mechanism and relatively good ordering of glasses. The spectra are broadened comparing to Debye spectra and have a highfrequency tail as it is usual in glasses. Their maximums shift to higher frequencies with increasing DC conductivity of glasses; it means that they shift to higher frequencies also with increasing temperature. From the temperature dependences of the position of maximum of imaginary part of the modulus, M'', (Fig. 8 UV-visible absorption edge is ruled by the Urbach's tail (Fig. 9). This tail is directly related to the structural disordering of the glass network. Its width represents a measure of glass disordering [START_REF] Soltani | New alkali antimonate glasses[END_REF]. In SLMx glasses [START_REF] Soltani | New alkali antimonate glasses[END_REF], a dynamic disorder has the largest value in the MoO3-free glass; it has the smallest value at x = 30. In all glasses with x  0, the conduction activation energy is close to the half of the indirect optical gap, Eσ/Eg = 0.450.01 (Tables 1,2).

Due to used technology of preparation, extrinsic absorption bands in infrared region originate from hydroxyl ions and CO2 impurities due to a preparation in air, and silicon-oxygen vibrations due to a preparation in silica tubes.

Conclusions

Physical properties of lithium molybdenum-antimonite glasses, (0-x)Sb2O3-20Li2O-xMoO3, x = 0 -40, are measured and discussed.

UV-visible absorption edge shifts to lower energies and its slope decreases with increasing MoO3 content; at the same time, the color of glasses changes from light yellow to dark brown. 

Due to the preparation technology, absorption bands in infrared region

Table captions:

Table 1.

Compositions, colors, DC conduction activation energies, Eσ, pre-exponential factors, σ0, and corresponding correlation coefficients, r, of (80x)Sb2O3-20Li2O-xMoO3, SLMx, glasses. 3.1 ± 0.2 (1.9 ± 0.2) × 10 -8 0.99994 180 (4.0 ± 0.5) × 10 -10 0.68 ± 0.01 (7 ± 2) × 10 - 21 2.7 ± 0.2 (2.7 ± 0.2) × 10 -8 0.99992 190 (8.6 ± 0.8) × 10 -10 0.63 ± 0.01 (4.4 ± 0.9) × 10 -21 2.8 ± 0.2 (3.8 ± 0.2) × 10 -8 0.99994 200 (1.9 ± 0.2) × 10 -9 0.56 ± 0.01 (3.7 ± 0.4) × 10 -16 1.8 ± 0.1 (5.5 ± 0.2) × 10 -8 0.99998 Table 5.
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Electrical relaxation times, τ, their relaxation activation energies, Eτ, pre-exponential factors, τ0, and corresponding correlation coefficients, r, of SLM30, SLM35, and SLM40 glasses. 

  . At the close MoO3 concentration, x = 25, there is a slight bend in the concentration dependence of the conduction activation energy, E. It indicates the structural change close to this concentration, probably the development of [MoO6] octahedrons on account of [MoO4] tetrahedrons at increasing concentration of MoO3 [9, 10, 12-15].

  ) we have calculated the electrical relaxation time, τ, and then the activation energy of electrical relaxation, E , from the relation  = o exp (E /kT) (4). For x = 35 and 40, the activation energy of the electrical relaxation, E, is equal to 0.954±0.008 eV and the pre-exponential factor, o, is equal to (4.0±1.0)·10 -14 s. This factor is in a good agreement with the frequency of molecular vibrations. The activation energy of electrical relaxation is close to the activation energy of the DC conductivity what indicates that both mechanisms are identical or very similar, at these concentrations of MoO3.

  originate from hydroxyl ions, CO2 impurities, and silicon-oxygen vibrations. With increasing MoO3 content the density of glasses decreases. The glass transition temperature, the crystallization temperature, and the thermal stability range, go through their maximums at 20 -25 mol % MoO3. For x  0, temperature dependences of the DC conductivity are Arrhenius-like. With increasing concentration of MoO3 the dc conductivity exponentially increases and the conduction activation energy monotonously decreases. The conduction activation energy is close to a half of the optical gap (Eσ/Eg = 0.450.01). Regular shape of modular spectra and modular diagrams confirms a single dominant conduction mechanism and a good ordering of glasses. The maximums of modular spectra shift to higher frequencies with increasing DC conductivity or increasing temperature. The activation energy of electrical relaxation calculated from this shift is close to the conduction activation energy Probably, near x = 25, a structural change occursthe development of [MoO6] octahedrons takes place, all measured properties have anomalies at this concentration. The paper brings new information on this glass system  dependencies of important parameters on the concentration of MoO3; broad thermal stability range indicating that glasses with 15-25 mole % MoO3 are suitable for fiber drawing; the conduction activation energy is close to a half of the optical gap what indicates a dominant contribution of Mo 5+ -Mo 6+ polaron pairs to the conductivity in MoO3 containing glasses; the conduction activation energy is close to the activation energy of electrical relaxation what indicates similar dominant mechanisms of electrical conduction and relaxation.

  Figure captions:

Figure 1 .

 1 Figure 1. DSC diagrams of (80-x)Sb2O3-20Li2O-xMoO3, SLMx, glasses.

Figure 2 .

 2 Figure 2. Temperature dependencies of the DC conductivity of (80-x)Sb2O3-20Li2O-xMoO3, SLMx, glasses

Figure 3 .

 3 Figure 3. Concentration dependence of the DC conductivity, DC, at 150 °C, for (80-x)Sb2O3-20Li2O-xMoO3,

Figure 4 .

 4 Figure 4. Frequency dependencies of the AC conductivity of (80-x)Sb2O3-20Li2O-xMoO3, SLMx, glasses, at 200°C, approximated as AC(f) = (0) + A f n + B f m (error bars of all dependencies are indicated in the right

Figure 5 .

 5 Figure 5. Frequency dependencies of the AC conductivity of 55Sb2O3-20Li2O-25MoO3 glass, at various temperatures, approximated as AC(f) = (0) + A f n + B f m (error bars of all dependencies are indicated in the

Figure 6 .

 6 Figure 6. Modular diagrams of (80-x)Sb2O3-20Li2O-xMoO3, SLMx, glasses at 200 °C (error bars of all
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 11 Figure 11. Infrared spectra of (80-x)Sb2O3-20Li2O-xMoO3, SLMx, glasses.
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Table 2 .

 2 Glass transition temperature, Tg, temperature of crystallization, Tx, thermal stability range, Tx-Tg, density, d, relative static permittivity, εrs, and indirect optical gap, Eg, with corresponding correlation coefficients, r, of SLMx glasses.

	Tg [°C] Tx [°C] Tx-Tg [°C] d [g/cm 3 ]	εrs	rε	Eg [eV]	rE
	SLM00 273	385	112	4.916	19.5 ± 0.3 -0.95815
	SLM05 277	405	128		18.7 ± 0.3 -0.98544 2.57 ± 0.05 0.99895
	SLM10 281	409	128	4.783	17.4 ± 0.2 -0.99181 2.52 ± 0.05 0.99943
	SLM15 288	433	145		19.9 ± 0.2 -0.99696 2.48 ± 0.05 0.99943
	SLM20 289	442	153	4.701	19.2 ± 0.2 -0.99826 2.42 ± 0.04 0.99944
	SLM25 281	423	142		21.3 ± 0.2 -0.9982 2.36 ± 0.03 0.9997
	SLM30 274	403	129	4.572	17.4 ± 0.2 -0.99839 2.26 ± 0.03 0.99982
	SLM35 268	396	128		23.0 ± 0.2 -0.99877 2.20 ± 0.04 0.99951
	SLM40 259	378	119	4.438	22.2 ± 0.2 -0.99898 2.10 ± 0.02 0.99987

Table 3 .

 3 

Parameters of frequency dependencies of the AC conductivity, σAC(f) = σ(0) + A f n + B f m , and corresponding correlation coefficients, r, of SLMx glasses at 200 °C.
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