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β-In 2-x Cu x S 3 (0 ≤ x ≤ 0.40) bulks were prepared by solid-state reaction followed by pulsed current sintering. For x ≤ 0.20, X-ray diffraction indicated the formation of single phase, while the secondary phase, Cu 2 S, was observed for the samples prepared at x = 0.30 and x = 0.40. The Cu-doping allowed us to optimize the power factor in range of whole measured temperature by reducing the low temperature electrical resistivity. With the significant reduction in lattice thermal conductivity, a maximum ZT of 0.51 at 700 K and an average ZT of 0.31 from 300 to 700 K were obtained for the sample with x= 0.05, which values are 0.3 and 1.2 times higher than that of pristine sample.

Introduction

Thermoelectric (TE) generators, which directly convert waste heat into useful electrical energy, have attracted increasing attention in recent decades. [START_REF] Bell | Cooling, heating, generating power, and recovering waste heat with thermoelectric systems[END_REF][START_REF] Li | High-performance nanostructured thermoelectric materials[END_REF] The performance of TE materials are usually appraised by the dimensionless figure of merit defined as ZT = S 2 Tρ -1 κ -1 , where S, ρ, κ, and T represent Seebeck coefficient, electrical resistivity, thermal conductivity and absolute temperature, respectively. The coupling among three parameters of S, ρ and κ has hindered the dramatically enhancement of ZT.

To greatly enhance ZT values, TE scientists have made efforts to decouple them through two major strategies: (a) optimizing the carrier concentration n [START_REF] Pei | Optimum carrier concentration in n-type PbTe thermoelectrics[END_REF][START_REF] Zhao | Ultrahigh power factor and thermoelectric performance in hole-doped single-crystal SnSe[END_REF][START_REF] Chen | Nanostructured thermoelectric materials: current research and future challenge[END_REF] under the band engineering [START_REF] Pei | High thermoelectric figure of merit in heavy-hole dominated PbTe[END_REF][START_REF] Ge | Excellent ZT achieved in Cu 1.8 S thermoelectric alloys through introducing rare-earth trichlorides[END_REF][START_REF] Wu | Synergistically optimized electrical and thermal transport M A N U[END_REF] for achieving high power factor PF = S 2 /ρ, and (b) nanostructure engineering to reduce κ without sacrificing the electrical transport properties. [START_REF] Gayner | Recent advances in thermoelectric materials[END_REF][START_REF] Zhang | Thermoelectric devices for power generation: recent progress and future challenges[END_REF][START_REF] Heremans | When thermoelectrics reached the nanoscale[END_REF] Some new chalcogenides, such as SnSe, SnS, Bi 2 S 3 , Cu 2 S, and In 2 Se 3 , had already developed as promising TE materials. [START_REF] Zhao | Ultrahigh power factor and thermoelectric performance in hole-doped single-crystal SnSe[END_REF][START_REF] Asfandiyar | Enhanced thermoelectric properties of p-type SnS 0.2 Se 0.8 solid solution doped with Ag[END_REF][START_REF] Li | The effects of high-pressure compression on transport and thermoelectric properties of TiS 2 at low temperatures from 5 to 310 K[END_REF][START_REF] Cui | High thermoelectric performance of a defect in α-In 2 Se 3 -based solid solution upon substitution of Zn for In[END_REF][START_REF] Tan | Thermoelectric Properties of Sn-S Bulk materials prepared by mechanical alloying and spark plasma sintering[END_REF][START_REF] Ge | Highly Enhanced Thermoelectric Properties of Bi/Bi 2 S 3 Nanocomposites[END_REF][START_REF] Suekuni | Thermoelectric properties of mineral tetrahedrites Cu 10 Tr 2 Sb 4 S 13 with low thermal conductivity[END_REF][START_REF] He | High thermoelectric performance in non-toxic earth-abundant copper sulfide[END_REF][START_REF] Ge | Enhanced thermoelectric properties of bismuth telluride bulk achieved by telluride-spilling during the spark plasma sintering process[END_REF] These compounds are known to possess very low lattice thermal conductivity which majorly contributes to an effective increase of the value of ZT higher than unity. For example, the thermoelectric properties of both single and polycrystalline SnSe have been investigated widely and extremely high ZT values were reported. [START_REF] Zhao | Ultrahigh power factor and thermoelectric performance in hole-doped single-crystal SnSe[END_REF][START_REF] Ge | Enhanced thermoelectric properties of bismuth telluride bulk achieved by telluride-spilling during the spark plasma sintering process[END_REF][START_REF] Zhao | Ultralow thermal conductivity and high thermoelectric figure of merit in SnSe crystals[END_REF][START_REF] Chang | 3D charge and 2D phonon transports leading to high out-of-plane ZT in n-type SnSe crystals[END_REF][START_REF] Li | Optimization of thermoelectric properties of n-type Ti, Pb co-doped SnSe[END_REF][START_REF] Huang | Origin of the enhancement in transport properties on polycrystalline SnSe with compositing two-dimensional material MoSe 2[END_REF][START_REF] Ju | A strategy for low thermal conductivity and enhanced thermoelectric performance in SnSe: porous SnSe 1-x S x nanosheets[END_REF] The extraordinarily low lattice thermal conductivity about 0.2 -0.3 Wm -1 K -1 was found in both p-and n-type SnSe crystals to realize the extremely high ZT values larger than 2.5. [START_REF] Zhao | Ultrahigh power factor and thermoelectric performance in hole-doped single-crystal SnSe[END_REF][START_REF] Zhao | Ultralow thermal conductivity and high thermoelectric figure of merit in SnSe crystals[END_REF][START_REF] Chang | 3D charge and 2D phonon transports leading to high out-of-plane ZT in n-type SnSe crystals[END_REF] Besides, α-In 2 Se 3 is another typical chalcogenide with low lattice thermal conductivity κ L ~ 0.8 Wm -1 K -1 at room temperature. [START_REF] Cui | High thermoelectric performance of a defect in α-In 2 Se 3 -based solid solution upon substitution of Zn for In[END_REF][START_REF] Song | Improvement of thermoelectric performance of α-In 2 Se 3 upon S incorporation[END_REF][START_REF] Wang | Phase-defined van der Waals schottky Junctions with significantly enhanced thermoelectric properties[END_REF] After the appropriate element doping, the κ L was reported to be decreased to extremely low value of ~ 0.3 Wm -
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ACCEPTED MANUSCRIPT 3 1 K -1 at 916 K leading to a maximum ZT of 1.24 at the same temperature. [START_REF] Song | Improvement of thermoelectric performance of α-In 2 Se 3 upon S incorporation[END_REF][START_REF] Wang | Phase-defined van der Waals schottky Junctions with significantly enhanced thermoelectric properties[END_REF] However, toxic chemical component Se of α-In 2 Se 3 restricts its further application development.

Recently, β-In 2 S 3 compounds which consist of cheaper and nontoxic sulfur are investigated as a good TE candidate due to the low lattice thermal conductivity and decent electrical transport properties. [START_REF] Chen | Thermoelectric properties of b-Indium sulfide with sulphur deficiencies[END_REF][START_REF] Chen | Doping effects of Mg for In on the thermoelectric properties of β-In 2 S 3 bulk samples[END_REF] β-In 2 S 3 with space group of I4 1 /amd is stable at the room temperature. As temperature increases, the β-In 2 S 3 transforms into α-In 2 S 3 (space group:Fd ) at 693 K and then to γ -In 2 S 3 (space group: P 1) at 1027 K. [START_REF] Bessergenev | Electrical properties of conductive In 2 S 3 and In 2 O 3 [S] films prepared from the In(S2COC3H7-iso)(3) volatile precursor[END_REF] In our previous work, we reported that n-type bulk sample of β-In 2 S 3 prepared by conversional solid state reaction method and pulsed current sintering achieved a maximum ZT of 0.38 at 700 K. [START_REF] Chen | Thermoelectric properties of b-Indium sulfide with sulphur deficiencies[END_REF] The first principles band calculations and simulation of electron transport properties with semi-classical Boltzmann transport equation predicted that p-type β-In 2 S 3 may possess a larger ZT value of 1.4 with an appropriate carrier concentration. [START_REF] Chen | Thermoelectric properties of b-Indium sulfide with sulphur deficiencies[END_REF] This fact suggests that β-In 2 S 3 is a very promising TE material, despite that p-type samples are hardly obtainable because of the bonding nature of valence band edge to generate S deficiency during the material synthesis.

More recently, we employed alkali element Mg, which possesses less number of valence electrons than In, as the partial substitute for Into generate hole carriers. [START_REF] Chen | Doping effects of Mg for In on the thermoelectric properties of β-In 2 S 3 bulk samples[END_REF] However, the prepared Mg doped β-In 2 S 3 bulks in various doping amount still showed ntype behavior in range of whole measured temperature. With a small amount of Mg doping, the number of conduction electrons was somehow reduced to increase the magnitude of Seebeck coefficient and electrical resistivity, but we did not reached p-type condition within the solubility limit of Mg. with the rigid band model.

Experimental

Synthesis

Pristine β-In 2 S 3 and Cu doped β-In 2 S 3 were synthesized by means of conventional solid-state reaction. High purity elements, In (99.99%, Grains), S (99.99%, Powder) and Cu (99.9%, Powder), were weighed in the atomic ratio of In: Cu : S = 2-x : x : 3 (x = 0, 0.05, 0.10, 0.15, 0.20, 0.30, and 0.40) and sealed in a quartz tube with vacuum atmosphere of about 1 10 -3 Pa. The quartz tube was heated up to 673 K in 2 hours, then slowly heated up again to 773 K spending 10 hours to avoid the rapidly evaporation of S.

In the third step, the quartz was heated up to 973 K and kept at this temperature for 24 h, then slowly cooling in the furnace down to the room temperature. The powder and bulk X-ray diffraction (XRD) patterns were measured to determine the phases involved in the prepared compounds over the 2θ range from 10° to 60° by using Bruker D8 Advanced diffractometer with Cu Kα radiation. The microstructure and composition of bulk sample were analyzed using Field Emission Scanning Electronic Microscopy (FESEM), and Energy Dispersive X-ray Spectroscopy (EDS) (Supra55 Sapphire, Zeiss, Germany).

Measurements of S and ρ were performed in a vacuum atmosphere from 300 to 700 K with a commercial Seebeek Measurement System, manufactured by MMR technology, and a standard four-probe method, respectively. The thermal diffusivity D was measured on the disk-shaped pellets of 10 mm × t 1.0 mm in dimension using a laser flash method (LFA 457 Microflash, Netzsch, Germany) from 300 to 773 K. The thermal conductivity was calculated by use of the relationship κ = D × Cp × d, where Cp is the specific heat which was derived using a representative sample of Pyroceram 9606 and the d is the density of the sample measured by Archimedes method.

Results and Discussion

Fig. 1a shows the powder XRD patterns for bulk samples In 2-x Cu x S 3 (0 ≤ x ≤ 0.40) in different doping amount of Cu. All the samples are corresponding to the calculation pattern of β-In 2 S 3 phase, [START_REF] Steigmann | The crystal structure of β-In 2 S 3[END_REF] which means the main phase was kept unchanged for all samples after the sintering process. Combining with the results of XRD patterns and lattice parameter variation, we safely draw a conclusion that the solid solubility limit of Cu in β-In 2 S 3 matrix is smaller than 0.30, which is different from the Mg doped samples reported in our previous work.

[ [START_REF] Chen | Doping effects of Mg for In on the thermoelectric properties of β-In 2 S 3 bulk samples[END_REF] Fig. 3a displays the back-scattered electron image for Cu doped β-In 2 S 3 with x = 0.10.

Precipitation of secondary phases was not observed, showing a good consistency with the XRD pattern in Fig. 1. The corresponding element-mappings for In, S and Cu on the polished surface were observed for a representative sample (x = 0.10) and displayed in Fig. 3b-d. In, S and Cu were homogeneously distributed, and no evidence was observed for the formation of secondary phase. We also determined the chemical composition using EDS and found that In-and S-concentrations were 40.1 at.% and 58.8 at.%, respectively. These numbers indicated that S deficiency was also unavoidable in this work as those in our previous work [START_REF] Chen | Thermoelectric properties of b-Indium sulfide with sulphur deficiencies[END_REF][START_REF] Chen | Doping effects of Mg for In on the thermoelectric properties of β-In 2 S 3 bulk samples[END_REF]. Cu concentration dependence of electrical resistivity also supports this scenario which will be discussed later. The electronic structure calculations suggested that the nature bonding between 3p orbits of sulfur atoms and 5d orbits of indium near valence band maximum (VBM) would prevent us from easily introducing holes in β-In 2 S 3 , [START_REF] Chen | Thermoelectric properties of b-Indium sulfide with sulphur deficiencies[END_REF] and that the deficiency of sulfur compensates the reduction of electrons by Mg-doping. In this work, the carrier type is maintained to be electrons due to the deficiency of sulfur as Combining with the variation at S and ρ discussed above, the calculated PF is plotted as a function of temperature in Fig. 4c. The PF(T) shows weaker temperature dependence for Cu doped samples. Especially, for x = 0.05, the room temperature PF is about 380 µWm -1 K -2 which is six times higher than that of x = 0, and the value increases to about 600 µWm -1 K -2 around 450 K. This result sufficiently proved the potential of β- The very small magnitude of κ lat of all the samples especially at high temperatures wound be caused by the strong anharmonicity in lattice vibrations, that was also observed in other chalcogenides. [START_REF] Asfandiyar | Enhanced thermoelectric properties of p-type SnS 0.2 Se 0.8 solid solution doped with Ag[END_REF][START_REF] Li | The effects of high-pressure compression on transport and thermoelectric properties of TiS 2 at low temperatures from 5 to 310 K[END_REF][START_REF] Cui | High thermoelectric performance of a defect in α-In 2 Se 3 -based solid solution upon substitution of Zn for In[END_REF][START_REF] Tan | Thermoelectric Properties of Sn-S Bulk materials prepared by mechanical alloying and spark plasma sintering[END_REF][START_REF] Ge | Highly Enhanced Thermoelectric Properties of Bi/Bi 2 S 3 Nanocomposites[END_REF][START_REF] Suekuni | Thermoelectric properties of mineral tetrahedrites Cu 10 Tr 2 Sb 4 S 13 with low thermal conductivity[END_REF][START_REF] He | High thermoelectric performance in non-toxic earth-abundant copper sulfide[END_REF][START_REF] Ge | Enhanced thermoelectric properties of bismuth telluride bulk achieved by telluride-spilling during the spark plasma sintering process[END_REF][START_REF] Zhao | Ultralow thermal conductivity and high thermoelectric figure of merit in SnSe crystals[END_REF][START_REF] Chang | 3D charge and 2D phonon transports leading to high out-of-plane ZT in n-type SnSe crystals[END_REF] With increasing Cu-concentration, the κ L at room temperature decreases from 1.2 Wm -1 K -1 for x = 0.05 to 0.8 Wm -1 K -1 for x = 0.20 and x = 0.30 because of the increasing degree of structure and/or chemical disorderings. Notably, the differences become smaller as the temperature rises most likely due to the excited phonons at high temperatures smeared the static structure disordering. The curve of κ lat (T) for x = 0.30 is almost overlapped with that of x = 0.20 in range of whole measured temperature, which might indicate that the position of additional Cu atoms at x = 0.30 was different from that in the samples of x ≤ 0.2.

In
With the electrical and thermal transport experimental data plotted above, we deduced the ZT values for In 2-x Cu x S 3 (0 ≤ x ≤ 0.30) and plotted in Fig. 6a. Due to the synergistic optimization of electrical transport properties and reduction in κ lat caused by point defect scattering after Cu doping, the ZT values at 300 K for samples at low doping level (x = 0.05 and x = 0.10) significantly improve to 0.09 and 0.05, respectively. While other two samples show lower values than pristine one as their PF are uncompetitive. For x = 0.05, the ZT value gradually arises with the temperature from 0.09 at 300 K to 0.51 at 700 K, the maximum value of ZT, which is denoted as ZT max , became 30 % higher than that of
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the pristine sample and comparable with Mg doped samples.

To evaluate the application prospect as a TE material, the average value of ZT, which is hereafter denoted as ZT ave , is considered, because ZT ave must be a more important parameter than ZT max for the material performance in real applications. In Fig. 

4

 4 Notably, however, the significant reduction of thermal conductivity brought about by the Mg doping contributed for an increase of ZT up to 0.53 at 700 K indicating the potential of enhancement in ZT by element doping. Besides, few works were reported about the doping of other elements to realize n-type β-In 2 S 3 . In this work, therefore, we further investigated the TE properties of β-In 2 S 3 by employing Cu-doping. The element dependence of doping effects on thermoelectric properties are discussed in comparison

  Fig. 1b displays the magnified view of (109) peak at 2θ range from 27• to 28•. Compare to the pristine β-In 2 S 3 samples, all the peaks for Cu doped samples shift to higher angle, indicating the substitution of smaller Cu in the sites of larger In in the β-In 2 S 3 phase. This fact is also confirmed by the variation of lattice M A N U S C R I P T A C C E P T E D ACCEPTED MANUSCRIPT 6 parameters and volume of unit cell as shown in Fig.2. The covalent radius of Cu + (0.96 Å)and Cu 2+ (0.72 Å) is also smaller than that of In 3+ (1.44 Å) which naturally led to the decreasing lattice constant with increasing Cu content. With increasing Cu content up to x = 0.20, the peaks were continuously moved to higher angles suggesting the formation of solid solution. For x ≥ 0.30, some additional peaks of secondary phase(s) were observed at 2θ ~ 27.8°. This fact indicates that the solubility limit of Cu in β-In 2 S 3 is less than x = 0.3.The XRD patterns for the samples with x = 0.30 and x = 0.40 around the peaks of (3 0 9) and (2 2 12) shown in Fig.1calso proved the precipitation of second phase(s). As compared with the standard data base for all the possible related compounds, we identified the secondary phase as cuprous sulfide (Cu 2 S, PDF#53-0522). The appearance of Cu 2 S greatly impacted the TE properties which will be discussed later.
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 2 Fig.2shows the lattice parameters and the unit cell volume plotted as a function of

Fig. 4

 4 Fig.4shows the temperature dependence of Seebeck coefficient S, electrical

9 detected 3 ( 0

 930 Fig.4bshows the temperature dependence of electrical resistivity for β-In 2-x Cu x S 3

  2 S 3 based compound as a good TE material. The thermal conductivity of Cu doped β-In 2 S 3 as a function of temperature are shown in the Fig.5. The measured thermal conductivity κ for x = 0 was about 1.6 Wm -1 K - 1 at room temperature and gradually decreases with increasing temperature. The value of κ(300 K) also decreases with increasing Cu-concentration, and it reached a half value of pristine sample at x = 0.20 and x = 0.30, despite that metallic electrical conduction recovered at larger x-values. This great reduction in thermal conductivity is attributed to the reduction of lattice thermal conductivity caused by the disordering in association with the Cu doping. For further investigating the effect of Cu doping on the transport of phonons, we roughly eliminated the electrical thermal conductivity κ el from the measured data using the well-known Wiedemann-Franz law, κ el = LT/ρ, where L represents a constant known M A N U S C R I P T A C C E P T E D ACCEPTED MANUSCRIPT 11 as the Lorenz number: 2.44 ×10 -8 W -1 K -2 . The variation of κ el and κ L are plotted as a function of temperature in Fig.5b. The magnitude of κ el show in Fig.5c were kept small over the entire temperature range of measurement, even though the resistivities had been effectively decreased by the Cu doping. This fact definitely indicated that the thermal conductivity was dominated by κ L .
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Table 1 ,

 1 6b, we compare the ZT max and ZT ave (from 300 to 700 K) of Mg doped and Cu doped samples which perform the best TE properties with pristine β-In 2 S 3 sample. The ZT max is generally improved up to 0.5 after doping with Mg and Cu. This fact suggests that the doping at In-sites is a good way to optimize the TE performance. In sharp contrast to no improvement of the ZT ave for the Mg, the ZT ave for Cu doped sample reaches 0.31, that is more than two times larger than that of pristine and Mg doped samples. This result indicates that the Cu doping is a more preferable to improve the TE performance of β-In 2 S 3 .To further improve the TE properties of β-In 2 S 3 , we discuss here the strategies via element doping. By now, we revealed that Mg and Cu-doping effectively improve the thermoelectric performance of β-In 2 S 3 . To further understand the difference between Mg and Cu doping, we compared the room temperature TE properties among the pristine sample, Mg doped and Cu doped samples on Table1. As shown in the table, electrical resistivity is more sensitive to the doping elements than that of Seebeck coefficient. The sign of Seebeck coefficient is kept negative even employing the p-type doping due to the unavoidable S deficiency or the filling of vacancies. It is reported in previous work, the valence band near the gap is mainly composed of 3p orbitals of S atoms 5d orbitals and the corresponding anti-bonding bands exist in the conduction band at above 1.5 eV. the room temperature κ was significantly decreased with the substituted or doped atoms. This encouraged us to try different element doping on both In and S sites. Figure7shows thermal conductivity of samples with different doping elements. Even with the same doping amount, the reduction of κ varied with elements. Comparing with the Cu doped samples referred above, Mg and Ag doped samples definitely show higher values

	Hence, to optimize the transport properties of the β-In 2 S 3 , the doping elements should

of κ, while Sb-doped samples and (Mg, Sb) co-doped samples show lower magnitude of κ. It's worth noting that Sb-doping and (Mg, Sb) co-doping achieved an extremely low κ about 0.5Wm -1 K -1 at room temperature which was lower than that of most of the state of art TE materials. The relatively low thermal conductivity may attribute to introduction of heavy element Sb which is easier to be scatter center and hindering the propagation of heat. Unfortunately, however, the great reduction in κ for Sb doping and (Mg, Sb) codoping samples did not bring any significant increase of ZT due to their poor electrical transport properties.
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β-In 2-x Cu x S 3 bulks with high thermoelectric performance were prepared.

Both the electrical resistivity and lattice thermal conductivity reduced after Cu doping.

ZT ave is greatly enhanced after Cu doping.

Cu doping is an efficiently way to optimize the thermoelectric performance of β-In 2 S 3 .