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Synthesis of CeO2@SiO2 core-shell nanoparticles by water-in-oil microemulsion. Preparation of functional thin film

CeO2-based materials have attracted considerable attention from both scientific and technological point of view (examples of commercial products: Anti-UV: RHODIGARD TM ; catalysis: EOLYS®…). Particularly, CeO 2 nanoparticles have generated a large research effort in the past twenty years . If a large number of reports can be found on the synthesis of CeO 2 nanoparticles, there are only a few dealing with surface modification. Recently, the nanostructured SiO 2 -CeO 2 system has become very popular for chemoselective catalysis thanks to the fact that the mineral binder SiO 2 is able to generate high specific surface area and thermal stability in nanoparticles arrays [22][23][24][25][26][27] . In the case of coating oxide particles with silica, various routes have been investigated: aggregation of small colloids 28 , condensation of silica oligomers produced by solubilization of silica particles in highly basic medium 29 , hydrolysis of functionalized or not silicon alkoxides [22][23][24][25][26][27][30][31][32][33] , microemulsion route [START_REF] Kumar | Handbook of Microemulsion Science and Technology[END_REF][START_REF] Tago | Proc. 8th Int. Conf. on Ferrites, ICF[END_REF][START_REF] Mornet | Proc. 8th Int. Conf. on Ferrites, ICF[END_REF][START_REF] Grasset | [END_REF] .

In this study, the water-in-oil (W/O) microemulsion route was chosen because it provides a unique environment to synthesize novel inorganic materials with interesting designs and/or specific properties [START_REF] Kumar | Handbook of Microemulsion Science and Technology[END_REF] , resulting in non-aggregated nanoparticles with a controlled surface and/or coating properties. Nevertheless, at present, a major problem with the microemulsion process remains the effect of the reactants and products on the microemulsion stability domain, particularly the metal concentration in the aqueous pseudophase used for precipitation reactions 27,[START_REF] Kumar | Handbook of Microemulsion Science and Technology[END_REF] . That is why, avoiding the classical precipitation process, we describe in this paper an original method to synthesize designed nanoparticles using a colloidal suspension as the starting water pseudo-phase [START_REF] Tago | Proc. 8th Int. Conf. on Ferrites, ICF[END_REF][START_REF] Mornet | Proc. 8th Int. Conf. on Ferrites, ICF[END_REF] . This colloidal suspension allows the metal concentration to be increased without destabilizing the microemulsion, and to avoid the classical calcination process 27 . The present work aimed at obtaining well designed and characterized core-shell CeO2@SiO2 nanoparticles, as well as more information about the W/O microemulsion process. 1). The weight ratio between AOT and Brij30 was 1. The aqueous phase contained the CeO2 sol, TEOS and aqueous ammonia solution. In more detail, the microemulsion (noted 1 or 2 using the sol A or B, respectively) was prepared by adding acidic CeO2 sol into a surfactant/heptane mixture. Then, TEOS as the precursor of silica nanoparticles was added to the microemulsion. Finally, ammonia solution was carefully added for the condensation of TEOS. In the case of Brij 30, in order to avoid any complications due to the presence of a possible thermally induced phase inversion, the reaction temperature was kept below 25°C. After 48 h, all the samples were washed with n-heptane, ethanol and acetone to remove surfactant and oil, and a separation followed in a centrifuge at 5000 rpm for 15 min. The resulting powders were dried at 60°C under vacuum. Concerning wet films prepared from the microemulsion solutions via dip coating of glass slides, they were pre-sintered at 400°C in air to remove organic residues. where D is the translational diffusion coefficient, k the Boltzmann's constant, T the absolute temperature and η the viscosity. As can be seen from the Stokes-Einstein equation, there is a direct relationship between viscosity and particle size.

The viscosity required for this technique is the dynamic viscosity of the sample at zero shear rate and the accuracy of the determined particle size is directly related to that of the viscosity.

The viscosity of the sols A and B was measured with the viscosimeter SV10 from Malvern.

1.5 X-ray intensity measurements X-ray diffraction data were recorded at room temperature on a Philips PW 3020 using the Bragg-Brentano geometry with CuKα radiation (40kV, 30mA, integration time range from 0.5 s to 10 s) and a secondary monochromator. The average apparent crystallite size (ε β)

was evaluated from a whole diffraction pattern profile analysis, using last developments implemented in the Fullprof program (version 2.0 Nov 2001, LLB, Juan Rodriguez-Carvajal).

By description of instrumental and intrinsic profiles by normalized Voigt function (convolution of gaussian and lorentzian functions), size and strain effects can be separated from the whole profile analysis based on the different angular dependence of the gaussian and lorentzian Full-Width-at-Half-Maximum (H G and H L respectively), according to the following equations
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where U, X, ξ, G and Y are refinable parameters, and D and F are analytical functions (which depend on a set of additionable refinable parameters) to model the hkl-dependent broadening due to strain and size effects, respectively. "Perfect" Y 2 O 3 powder was used as a standard to determine the Instrumental Resolution Function (IRF) of the diffractometer. The observed line broadening was modeled by isotropic size effects, leading to 1/cosθ dependent terms of HG and HL (Y and G parameters in Fullprof, respectively) contribution to the size effects. Refinement of tgθ dependent isotropic strain parameters (U and X parameter in Fullprof) did not improve significantly the profile fitting. For each diffraction pattern, a counter zero point and the unit-cell parameters were refined in addition to the Y and G parameters. The background level was defined by a polynomial function. After refinement of the coefficients, the program calculates the apparent size along each reciprocal lattice vector.

The average apparent crystallite size (εβ) can be related to the true size, but only if the crystallite shape is known or assumed. For instance, for a spherical crystallite, the true diameter D is simply derived from 4/3(εβ). Moreover, this simple relation is strictly valid for a monodisperse system 38 . The true size could be defined only in the case of single-domain nanoparticles without amorphous shell, as the size estimated from Transmission Electron Micro scopy (TEM) and/or Scanning Electron Microscopy (SEM) images.

1.6

Morphological investigations by SEM and TEM SEM photographs by JEOL JSM 6301F were taken to examine the shape and size of the silica.nanoparticles A transmission electron microscope (Hitachi H 9000 Nar operating at 300 kV) was used to study the shape and size of the CeO 2 @SiO 2 nanoparticles. Samples were prepared by direct deposition of dry powder dispersed in ethanol on carbon activated Cu-grids.

Specific Surface area

The BET specific surface area was determined by following the standard N 2 -adsorption method, using a Micromeritics ASAP-200 instrument. The samples were degassed at 200ºC for 2h to clean the surface and the N 2 adsorption isotherms were determined at 77K.

Results and Discussion

CeO2 nanoparticles

Compared UV-vis absorption spectra and DLS investigation results of the CeO 2 sols A and B are shown in Figs. 1 and2, respectively. The sol A gives a classical UV-vis absorption spectrum without scattering whereas the sol B shows a broad spectrum relative to large particles according the Lord Rayleigh theory. Concomitantly, as can be seen in Fig. 2, the mean hydrodynamic diameter goes up from 7 nm for the sol A to around 40 nm for the sol B. Nabavi et al. 20 (particle diameter about 5-6 nm).. The specific surface area measurements of Formatted CeO 2 nanopowders obtained from the sol A showed a high value (noted S BET ) of 180 m 2 .g -1 .

Using the relation developed by Audebrand et al. 38 , the mean BET surface area diameter (noted DBET) for a spherical nanoparticle is given by BET S 4 10 x 6

BET D ρ =
where ρ is the theoretical density of CeO 2 (7.2 g.cm -3 ). The calculated value of D BET is 4.6 nm, that is fairly consistent with the XRD studies. The XRD and BET experiments enable us to show indirectly that even after the increase in the pH after NH 3 addition, the size of the nanoparticles is not modified. These results were confimed by TEM images (Figures 4 and5). In the case of sol A, the TEM study agrees with the XRD and DLS values whereas the sol B agree only with DLS value. The sol B consisted of controlled aggregated 4 nm primary nanoparticles (Fig. 5).

CeO 2@SiO2 core-shell nanoparticles

As mentioned above, the silica nanoparticles with a CeO 2 core were prepared by a low temperature water-in-oil (W/O) microemulsion technique. Microemulsions are defined as clear thermodynamically stable dispersions of two immiscible liquids containing appropriate amounts of surfactant [START_REF] Kumar | Handbook of Microemulsion Science and Technology[END_REF] . A W/O microemulsion consists of an oil phase, a water phase and surfactant, with specific physico-chemical properties such as transparency, isotropy and thermodynamic stability [START_REF] Kumar | Handbook of Microemulsion Science and Technology[END_REF] . In our process we used directly a colloidal suspension as a pseudophase in order to increase the metal concentration without destabilizing the microemulsion.

The concentration of CeO 2 can easily reach 25% in the CeO2@SiO2 core-shell nanoparticles without destabilizing the microemulsion and avoid the classical calcination process to compare with the method (17%) to use by tago 27 . Moreover, two kinds of surfactant were used, accrediting the commonly considered fact that the presence of two different surfactants at the interface between water and oil phases gives a lower interfacial tension. Bidyut K. Paul et al (ref 39) show that the addition of Brij30 in AOT/IPM reverse micellar systems induces synergism in solubilization of water. The produced optical transparency upon vigorous stirring indicated formation of a stable microemulsion. After TEOS addition into the surfactant/heptane/sol mixture, the silica shell was synthesized by increasing the pH inside the droplets with ammonia solution that catalyzes the TEOS condensation. Once all the products added, the microemulsion was keeping clear for few days. Preliminary measurements by DLS of the droplet size distribution in the microemulsion 1 are reported in Fig. 6. A scattering technique was used to determine the droplet size, however, it should be noted that, although this technique provides a good indication of size in the case of relatively dilute solutions, interpretation is more difficult when a concentrated system is studied, because of interactions between individual particles 40 . Microemulsions were typically prepared at high concentrations because dilution frequently changes the microstructure, and even induces disappearance of the droplets [START_REF] Kumar | Handbook of Microemulsion Science and Technology[END_REF] . As indicated above, the use of the dynamic viscosity at zero shear rate gives a size independent on concentration. Surprisingly, in spite of approximations (no correction of the interparticulate interaction and use of the viscosity of heptane instead of the real value), the size obtained by DLS (Figs 6a andb) corresponds to that determined for CeO 2 sol (Sol A Fig. 2). This d(H) value (7 nm) of CeO 2 nanoparticles (Figs. 2 and6a, b) was used as a "reference" to assume that the value equal to 40-45 nm corresponds to the hydrodynamic diameter of the droplets. As can be seen in Fig. 6b, addition of TEOS (without ammonia) did not change very much the microstructure of the microemulsion (even after 24h, d(H) = 45 nm), whereas after the ammonia addition, the droplet size followed the expected trend, i.e. an increase (d(H) = 140 nm after 24h) with increasing the water volume fraction and formation of silica nanoparticles. Disappearance of the d(H) of CeO 2 confirmed the presence of silica nanoparticles in the droplets. We can explain the low modification of TEOS during the first 24h by the fact that TEOS is an organophilic molecule which, therefore, is more readily dissolved in heptane than in aqueous droplets. Nevertheless, in our case, adapting the work of Arriagada et al. 41 , the hydrolysis of TEOS should be catalyzed by the acid sol initially present in the droplets. Indeed, the Si(OC 2 H 5 ) groups are protonated under such conditions, making alcohol a better leaving group and increasing, therefore, the hydrolysis kinetics. The In Fig. 7, comparison between XRD (integration time of 0.5 s) powder patterns of CeO 2@SiO2 core-shell and CeO2 nanoparticles shows that the broad diffraction peaks for 15° < 2θ < 33° are relative to amorphous silica. As expected, the peaks assigned to CeO2 are observed with right relative intensities. As already reported in the microemulsion synthesis of ZnFe 2 O 4 -silica core-shell nanoparticles [START_REF] Grasset | [END_REF] , the specific surface area of the CeO 2 @SiO 2 nanoparticles lay in the range 80-150 m 2 .g -1 . These relatively high values regarding the silica particle size mean porous particles due probably to not condensed silanol groups. SEM micrographs of core-shell powders prepared from different sols and/or surfactants are presented in Fig. 8 (a and b for the microemulsions 1 and 2, respectively). In all cases the silica nanoparticles consisted of an arrangement of relatively uniform particles. In microemulsion 1, the particle diameter is 30-50 nm, and 60-80 nm in microemulsion 2. The silica particle size is closely dependent on the CeO 2 core size. Figs. 4 and 5 display TEM micrographs of samples issued from microemulsions 1 and 2, respectively. The presence of CeO 2@SiO2 core-shell nanoparticles is clearly shown. The TEM study corroborates the XRD results and confirms also the shape of the silica particles observed by SEM. The most noticeable feature in Fig. 5 (microemulsion 2) is the location of the CeO 2 nanocharge at the center of the spherical silica particle. The TEM and SEM studies demonstrate that the shape of the nano-reactor can be completely controlled in order to obtain spherical silica nanoparticles with embedded a single CeO 2 charge of intermediate size.

From CeO2@SiO2 microemulsions we have succeeded to prepare functional thin films on conventional glass and SiO 2 substrats via dip-coating. Fig. 9 [START_REF] Tartivel | Nanoletters[END_REF] . In fact, the silica nanoparticles are found to spread out the stress at the surface/indenter contact and to favor a microductile behavior.

Conclusion

By using a microemulsion process, it has been possible to prepare spherical silica nanoparticles with a CeO 2 core. They have been elaborated by a low temperature water-in-oil microemulsion technique. The diameter of the silica particles, in the range of 30-80nm, closely depends on the CeO 2 core size. Considering our first idea, i.e. the control over the design of nanoparticles, the concept of very stable "nano-reactors" or "nano-droplets" is the essential parameter for the formation of core-shell nanoparticles. These silica nanoparticles with a CeO 2 core have potential as anti-UV thin films. Another interest lies in the formation of nanostructured materials for application in advanced catalysis, where the hierarchical Fig. 8: SEM images of CeO 2 @SiO 2 core-shell nanoparticles (A and B corresponding to microemulsions 1 and 2, respectively).

Figure captions

Fig. 9: SEM image of a CeO2@SiO2 thin film elaborated from microemulsion 2 by dipcoating.

Table caption

Table 1: Experimental preparation conditions of the microemulsions 1 and 2.

Fig. 3

 3 Fig. 3 shows the observed, calculated and difference XRD patterns (integration time of 10 s) of a typical CeO 2 nanopowder obtained from sols A and B by increasing the pH to 7 by adding a base (NH 3 (28%) or NaOH (1M)) generating a rapid phase separation of a dense precipitate as already observed in ref 21. The diffraction peaks are broad and similar to those typically observed for nanoparticles. In all cases (A and B sols), the average grain size of the particles determined by XRD was ~ 4 nm, that is fairly consistent with TEM data reported by

  hydrolysis reaction generates Si(OH) groups according to:Si(OC 2 H 5 ) 4 + m H 2 O → Si(O C 2 H 5 ) 4-m (OH) m + m C 2 H 5 OH.Those Si(OH) groups should be involved in the base-catalyzed condensation step, inducing formation of Si-O-Si or Si..OH..Si bonds via olation, oxolation or alcoxolation[START_REF] Kumar | Handbook of Microemulsion Science and Technology[END_REF]41 . According to ref. 40, we assume that the main part of the TEOS monomeric species was only hydrolyzed after 48h and, consequently, had already migrated into the droplets before condensation and formation of SiO 2 .

Fig. 1 :

 1 Fig.1: UV-vis absorption spectra of sols A and B.

Fig. 2 :

 2 Fig. 2: DLS investigations of sols A and B.

Fig. 3 :

 3 Fig.3: Observed (dots), calculated (full line) and difference X-ray powder diffraction profiles of typical CeO2 nanopowders obtained from sols A and B.

Fig. 4 :

 4 Fig. 4: TEM micrograph of CeO 2 @SiO 2 nanoparticles resulting from microemulsion 1.

Fig. 5 :

 5 Fig. 5: TEM micrograph of CeO2@SiO2 nanoparticles resulting from microemulsion 2.

Fig. 6 :Fig. 7 :

 67 Fig.6: DLS investigations of microemulsion 1. a : heptane/surfactant/CeO 2 sol system; b: heptane/surfactant/CeO 2 sol/TEOS system; c: heptane/surfactant/CeO 2 sol/TEOS/ammonia system. Fig.7: XRD patterns of CeO2@SiO2 core-shell (A) and CeO2 (B) nanoparticles.

  

  

  

  

  illustrates a CeO 2 @SiO 2 core-shell nanoparticles thin film elaborated from microemulsion 2. The film was annealed in air at 400°C for 15 min. UV-vis spectra and a study of mechanical properties of different CeO 2 @SiO 2 thin films are now in progress. Preliminary results evidence the central role played by the particle habitat. Moreover, a recent study of the mechanical

properties of a pure silica nanoparticles 50 nm thin film (synthesized by W/O microemulsion) coating commercial soda lime silicate glass shows an improvement of the glass surface properties
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porosity combines efficient transport and high surface area. In particular, silica spheres could be used to make three-dimensional porous replicas materials. 
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